
 
 
 
 

 
 
 

Detectamet Ltd 
Unit 55, Halifax Way 

Pocklington Industrial Estate 
YORK. YO42 1NR 

Tel: +44 (0) 1759 304200 
Fax: +44 (0) 1759 305236 

E-mail:  sales@detectamet.com 
Web:  www.detectamet.com 

         Date : Feb 05 2010 
Test Report No.   SHFDO100100700FD 
 
Supplier Name :  Detectamet Ltd. 
The following sample(s) was/were submitted by/on behalf of the client as: 
Sample Name :   BLUE VINYL GLOVES 
Batch No.  2010/01/15 

Manufacturer:  Detectamet Ltd 
 
Reference No.   SH10008300/CHEM 
Job No.  SHFDO100100700FD 
Date of Receipt: Jan 19 2010 
Testing Period: Jan 19 2010 – Jan 27 2010 
TEST(S) REQUESTED 
Selected test(s) as requested by applicant: 
To determination DBP, BBP, DEHP, DNOP, DIDP, DNHP contents in the submitted 
sample 
TEST METHOD(S) : 

1) With reference to ASTM D 3421: 1975.  Analysis was performed by GC/MS 
TEST RESULT: 
Phthalates Content (unit %) 

Test Items Test method
(refer to) 

Test Results Method Detection 
Limits 

Phthalates     -   - 
Dibutyl Phthalate (DBP) content  Not detected 0.003 
Benzylbutyl Phthalate (BBP) 
Content 

 Not detected 0.003 

Bis-(2-ethylhexyl) Phthalate 
(DEHP) Content 

    1)  
0.020 

 
0.003 

Di-n-octyl Phthalate (DNOP) 
content 

 Not detected 0.003 

Diisodecyl Phthalate (DIDP) 
Content 

 Not detected 0.010 

Di-n-hexyl Phthalate (DnHP) 
Content 

 Not detected 0.003 

 
Note:   (1)  % percentage by weight 
 (2) “ – “ Not regulated 
 (3)  <  Less than 
 
SAMPLE DESCRIPTION  : Blue Glove 
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